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Page 18 
 

In the paragraph below the Remarks to table B.1, third line: 
 

 Error:  ……sand mould castings of light metal and metal mould castings of 100 mm or 
under, …… 

 
 Correct:  ……sand mould castings of copper alloy and light metal and metal mould 

castings of 100 mm or under, …… 
 
                                                                                    
Remarks: This erratum is for correcting the second edition of this Standard.  
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