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  7.3, second paragraph, third line from the bottom: 
 
     Error: within the range of 25 mm or over from the tail of end fitting,  
 
   Correct: within the range of 25 mm from the tail of end fitting,  
 
 
                                                                                    
NOTE: This erratum is for correcting the first edition of this Standard.  
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